PRODUCT BULLETIN BULLETIN NO:  J 6103
DRYWALL ACCESSORY - | = FINISHING COMPQUND "DATE: 3/28/73
PRODUCTS ./, (POLYMERIC BASE) PAGE: 1of 2
APPRGVAI.S‘ PRODUCING PLANT | CANCELS: = J 6103
K LF{’F J 2 il DATE: 5/20/70
BUI.LE"IN DESCRIPTION -1 & FOUNDS GALLOY.
220  Whiting i 68.63 1400 |
251 . | Mica, WMC P8OK 9.80 200 |
260 Sericit;, Narvon 14.;70 300 - -
"045- | Asbestes 7RF 10 3.68 75
. 166 { Hemaco 277 Gum 1.23 25
330 Polyvinyl Aleohol 1.23 25
245 . | Thickener .24 5
453 Presérvative .10 2
454 Nopco PD 1 15 3
164 | Glyoxal €03 24 5
1 Tomn 100,00 2020
: m A NG INSTRU S:’
1, See Process Bulletin No, J 303.
2. M'bnng time ahall be 8 minutes minimum and 12 minutes maximum,
'IM-l . Viscosity, 150 gm cylinder @ 5 sec ’
‘ 200gmtol§0ecwater . ‘38 I,Dmm‘
T34 Bomd 6 -7 |
™-6 Applicatim; Equal to Standa_-rd
™7 Workability Equal to Standard
TH-35 0.25% Borie Acid Test “No £irm gel after 1 min,

KG2001527




PRODUCT BULLETIN ' - | sutieliNNnO: '
' DRYWALL ACCESSORY- _FINISHING COMPOUND DATE: ; /2;333
PRODUCTS : . (POLYMERIC BASE) : '
- PAGE: 2 of 2
APPROALS: tb\% CANCELS: * 7 6103
)2 2 Lcﬁ; C[\ﬂ/ ?-- . | _ DATE: 8/25/69
" fopuer!speciroaTrons: ¥
Test, Method _ _
™1 Viscosity, 150 gm cylinder € 5 sec 38 -0m
T™MIA -~ Viscosity (mixing water of 150 ce/ o B
200 gn) - 190,000 to 210,000
T™-2 pH (Becknan meter) 8.2 to 9.2
TM-3A  Bond @ 65-80 F 9-10
‘mi4 " Slope Checking @ 110 F It cheeking on.thick
- _ ' ' No fissures or crack
™S Open Time @ 65-80 F (mins) 15 minimum
™y  Workability (Hand or Ames tools) Equal to Stand:
T™-9 Shrinkage (cup ine‘bhod) - 21% maximen -
T™-11 .Fba_mjng (area coverad) 50% maximum
™12 Grit (total) 0.05% max. All
C ' pasaing 80 mesk
™M1 Volds ' Equal to Stands
- TML5 Mixing Equal to Standa
: {No dry agglomerates o
_ _ ‘lumps)
™-16 Rate of Wetting ( secs) 30 meximm
TM-18 Water Resistance (mimﬁ.es) 2 minimm
™™-25 Normal Application Comsistency, ce 73 - v
™-35 No firm gel after 1m

0.25% Boric Aeid Test
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